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QUANTITY 

64.0 
THOUSAND TONS 

 

G INDEX 

75.0 
(-5.0; +5.0) 

 

COAL STOCKPILES QUALITY (weighted average) 

TOTAL 

MOISTURE (ar) 

 3.0% 

(-1.5; +1.5) 
 

ASH (db)        

  13.5% 

(-3.0; +3.0) 

 

VOLATILE 

MATTER (daf) 

≤28.0% 
 

THE FOLLOWING IS THE RESULT OF THE LABORATORY TESTS  

TOTAL SULPHUR  

(db) 

      1.0% 
(-0.3; +0.5) 
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