IMME

SGS IMME MONGOLIA LLC

Company ~ Darkhan Metallurigcal Plant

Location:  Darkhan Terminal

INSPECTION REPORT

Date: 2024920
Product . . Number
Sample No: weight H20 Fe S Al203 SiO2 TiO2 P of Car:
ton % % % % % Ya % pcs
T 1 60270 | 0.14 58.97 376 1.1 543 0.11 002 10
{ 2 61850 | 012 5927 363 0.91 522 012 <0 01 10
Lot8s L 3 647 80| 019 60.08 3.52 094 4.92 0.1 <0.01 10
4 627.20 | 022 60.38 343 0.94 4.5 0.09 <001 10
9 925.50 | 0.12 59.17 348 0.99 9.37 0.10 0.02 13
Average result*| 3,421.70 0.16 | 59.55 3.55 0.98 5.11 0.10 0.01 53
NOTE “Average result of all analytes is for sumn ary of product weight
This result format of the inspection sample only for DMP's internal use oniy

Signature;

SGS-IMME Mongolia L.L.C




