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SGS IMME MONGOLIA LLC

INSPECTION REPORT
Company :  Darkhan Metallurigeal Plant
Location  Darkhan Terminal
Date 2024 3.26
Product s | oo | e T o T Number
Sample No: weight e ’ Fie 5 A _S_'oz » T'O? B [ F of Car:
ton % % % | % % | % % pes
i 872.40 0.12 58 87 423 1.22 5.50 011 0.02 10
2 862.10 | 014 60.48 404 0.91 465 0.09 0.03 10
Lot3a 3 950.60 0.01 59 58 366 103 5.18 015 0.02 10
4 72110 001 59 88 389 106 510 | o 002 9
5 e
Average result'| 340620 | 007 | 5969 395 105 510 “‘"“97_1’5’! 002 39
NOTE “Average result of ait analytes 1s for summary of proguct weight

This result format of the inspection sample gniy for DMP
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