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ANALYTICAL REPORT
H20 Fe . 5 Al203 Si02 Tic2 B
GBIT 6730.5-| 150 4689- IS0 95186- ISC 9518~ 1ISO 8516~ ISO 9516-

ETHOD PHY08D 2007 3:2017 1:2003 1:2003 1:2003 1:2003
LOETECTION 0.01 1 0.005 0.01 0.01 0.01 0.01
UDETECTION 0 75 30 100 100 100 70
UNITS % % % % % % %

Baotou steel- lot1 wet (8-1) 50w 8.9 65.53 0.01 0.78 4.04 0.04 0.03
AA <t 3?1’
SGS-IMME Mongolia LLC
'f: 1T E
SGS-IMME Mongolia LLC is aceradited by MNAS and conforms 1o the requirements of MNS ISOAEC 17025 the lab arc dited to ISO9001: 2008, The sample was not dewn by the

lshoratory and this report is not used for L/C negotintion. The test report would be imalid mﬁwmgmtwilhpmmfu wwunl T‘humlw
would be invalid if altered and test would be invalid if reproduced, except in full without written approval of the Company. Different opinians about test report should be reported to us wathin 15 days from the date of

receiving the test report.

This documaent 15 issued by the Company under 15 General Conditions of Services sccessible at hip.//www.sgs fenft and ditions aspx Atiention is drawn 1 the limitation of liability, indemnification snd
Jurisdiction issued definestherein,

Aty ather holder of this & 15 advised that info i ined hereon reflects. mtmmy s findings at the time of its intervention :miy and within the limits ofC!mll s instructions, |F|||) 'nm
Company’s sale responsibility is 10 its Client and this d docs not partiesto a from g all their rights and ab under the . Any I
forgery or falsification of the content or app of this d is unl | and off may be | d to |h:ﬂilul extent of the hw

SGS-IMME Mangoha LLC Usldveriin toitog |01, 29th khoroo, Bayangal disirict,
Ulasnbaatar, Mongolin 17060 t+976 7272 7878 F+976 7017 BS99



